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Description

The present invention relates to a process for micronizing slightly-soluble drug. More specifically, it relates

to a process for micronizing slightly-soluble drug, which comprises grinding said drug in the presence of a sugar

5 or sugar alcohol of a lower molecular weight as a grinding aid, and to a pharmaceutical formulation containing

the resultant ultrafine drug as an active ingredient.

When a pharmaceutical formulation containing a drug is orally administered to subjects, a dissolution step

is essential for the drug to be absorbed through gastrointestinal tract It has long been recognized that a slightly-

soluble drug often shows insufficient bioavailability because of the poor solubility in gastrointestinal fluids,

10 which compels said drug to pass through the site of absorption before it completely dissolves in the fluids.

Various attempts have been made from the aspect of pharmaceutics to improve and increase the absorption

efficiency of a slightly-soluble drug in gastrointestinal tract.

Specific examples of said attempts employed for preparing improved formulations include following coun-

termeasures.

15 1) Providing a soft gelatin capsule containing a solution of said drug in a nonaqueous solvent.

2) Providing a water-soluble salt of said drug.

3) Providing a solid solution which is prepared by dissolving the drug with a suitable polymer in an organic

solvent and drying the solution promptly (see, reference 1 listed at the end of this specification).

4) A drug is dissolved in an organic solvent and adsorbed on a porous material in the form of ultrafine par-

20 tides so that the surface area may be increased.

5) A drug is pulverized in the presence of an appropriate adduct to obtain an amorphous powder (see, ref-

erences 3, 4 and 5).

6) A drug is just ground into a fine powder (see, reference 2).

The above countermeasures 1) to 5) are associated with alteration of properties of a drug in molecular

25 level. These countermeasures, although advantageous in some aspects, have several disadvantages descri-

bed below.

In the method of above item 1), it is not always easy to find out a suitable nonaqueous solvent. In addition,

the capsule size may become too big for oral administration. Furthermore, the production cost may be high.

The second method (disclosed in reference 2), where the drug is converted into a water-soluble salt, is

30 not applicable to all kinds of drugs because many drugs may not form such salts. Additionally, formation of a

water-soluble salt may be often accompanied by alteration of pharmaceutical activity of the drug and/or de-

crease its stability. Therefore, this method is just applicable to limited drugs.

The methods disclosed in references 3 and 4 are not applicable to every drug and the methods require

the use of organic solvents which may be harmful to living bodies. Production cost may also be high in these

35 methods.

In the method disclosed in reference 5, a slightly-soluble drug is mixed with an adduct such as (1) 0-1,4-

glucan, (2) adsorbent, or (3) polyvinylpyrrolidone. The drug is pulverized in the presence of such adduct to

obtain the drug in the form of amorphous powder which may exhibit improved dissolution rate and bioavail-

ability. However, the amorphous form is not physically stable and often converted reversibly to more stable

40 crystal form. Consequently, the dispersion or dissolution properties of the drug may be changed as time pass-

es.

The method of the above item 6) differs from those of items 1 ) to 5) which all change the properties of a

drug in molecular level, in that the former contemplates to improve bioavailability of a drug through micron i-

zation. The micronization has the following advantages.

45 a) The alteration of crystal form of a drug is slight or moderate;

b) The operation is safe because no organic solvent is employed;

c) The production cost is low; and

d) The operation is easy.

In general, a milling process (it is also referred to as grinding, pulverization, and the like) is essential in

so the process of the production of pharmaceutical formulations. Examples of mills commonly used involve dry-

type mills, such as jet, ball, vibration, and hammer mill. These dry-type mills are used to grind a drug alone to

afford particles ofseveral urn in diameter. However, it is difficult to obtain finer particles by conventional means.

Especially, preparation of submicron particles of less than 1 urn in diameter is almost impossible.

This difficulty is associated with peculiar nature inherent to micronized particles that such particles have

55 a tendency to aggregate, adhere, or solidify as the particle size decreases. Thus, it is extremely difficult to

grind a drug into ultrafine particles having a diameter of less than several urn by conventional milling proce-

dures. Accordingly, a practically applicable process for preparing ultrafine particles of a drug has long been

needed.
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The present inventors have found that ultrafine particles of a slightly-soluble drug, whose average diameter

is less than 2 to 3 urn, preferably less than 1 urn, can be easily obtained by grinding the drug in the presence

of a grinding aid selected from a sugar and a sugar alcohol by means of a high-speed stirring mill or impact

mill.

5 Accordingly, in one aspect, this invention provides a process for micronizing slightly-soluble drug charac-

terized by subjecting a mixture of said drug and a sugar or sugar alcohol to high-speed stirring comminution

or impact comminution, wherein the weight ratio of said sugar or sugar alcohol is 2.5 to 50 parts by weight to

on part of the drug, and the micromized drug has an average diameter of less than turn.

This invention also provides a pharmaceutical formulation which comprises, as an active ingredient, a mi-

10 cronized drug produced according to the above process together with suitable excipients or diluents therefor.

The term "slightly-soluble drug" herein used refers to a pharmaceutical compound which dissolves in water,

particularly at 20 °C, at the ratio of 5 mg/ml or less and which is insufficiently absorbed at gastrointestinal tract

when it is administered in the form of conventional solid formulations. Specific examples of the slightly-soluble

drugs are coronary vasodilators such as nifedipine, nicardipine, nimodipine, dipyridamole, disopyramide, pre-

15 nylamine lactate, and efloxate; antihypertensives such as dihydroergotoxine and prazosin; steroidal anti-

inflammatory agents such as cortisone, dexamethasone, betamethasone, and fluocinolone acetonide; non-

steroidal anti-inflammatory agents such as indomethacin, naproxen, and ketoprofen; psychoneurotic agents

such as phenytoin, phenacemide, ethylphenacemide, ethotoin, primidone, phensuximide, diazepam, nitraze-

pam, and clonazepam; cardiacs such as digoxin, digitoxin, and ubidecarenon; diuretics such as spironolactone,

20 triamterene, chlorthalidone, polythiazide, and benzthiazide; chemotherapeutics such as griseofulvin, nalidixic

acid, and chloramphenicol; skeletal muscle relaxants such as chlorzoxazone, phenprobamate, and carisopro-

dol; anticonvulsants such as etomidoline; antihistamine agents such as diphenhydramine, promethazine, me-

quitazine, bisbenthiamine, and clemastine fumarate.

Sugars and sugar alcohols used as a grinding aid are selected from pharmaceutical^ acceptable sugars

25 and sugar alcohols having no influence on the medical effects of an active ingredient. For the purpose of the

invention, it is preferable to use sugars or sugar alcohols having a molecular weight of less than 500, and ca-

pable of easily dispersing and dissolving in water, thereby improving dissolution rate of the active ingredient.

Examples of sugars and sugar alcohols usable in the present invention include xilitol, mannitol, solbitol, ara-

binose, ribose, xylose, glucose, mannose, galactose, sucrose, lactose, and the like. They can be used alone,

30 or as a mixture of two or more of these compounds. The most preferable sugar is mannitol.

In the process of the invention, one part by weight of an active ingredient is combined with 2.5 to 50 parts,

preferably 2.5 to 20 parts, more preferably 5 to 10 parts by weight, of a sugar.

Mills employable in the present process are, for example, dry mills capable of grinding a material into ul-

trafine particles through a mechanical impact and/or attrition, which are called high-speed stirring mills and

35 impact mills. Specific examples of the preferred mills are cylinder-type mills such as rotating ball mill, vibrating

ball mill, tube mill, rod mill, and the like.

The time required for the completion of the present process depends on the properties of the drug and

sugar or sugar alcohol, function of the mill, content of the sugar or sugar alcohol in the mixture, and total amount

of the mixture to be treated. The grinding time may also be changed according to the strength of impact, and

40 it is generally between 5 to 30 minutes under a strong impact, while it is between 8 to 1 00 hours under a weak
impact. The drug and sugar or sugar alcohol can be used in the present procedure without pre-treatment, but

they can be coarsely ground before use.

The mixture which have undergone micronizing treatment according to the process of the present invention

contains ultrafine particles of the drug having an average diameter of less than 1 urn. Co-existence of the sugar

45 or sugar alcohol in the mixture after the treatment is advantageous because it has high solubility in water and

can disperse into water, whereby increasing dissolution rate of the drug.

The mixture treated according to the process of the invention can be used as such for the preparation of

pharmaceutical compositions. Alternatively, after dispersing the mixture into water, the resulting suspension

can be subjected to ultrafiltration to remove the sugar or sugar alcohol and subsequently dried to yield a mi-

50 cronized slightly-soluble drug in high purity.

The micronized drug obtained by the invention can be formulated in the form of powders, tablets, granules,

capsules, aerosols, suspensions, syrups, ointments, suppositories, and the like, with one or more pharmaceut-

ically acceptable excipients and/or diluents.

The following examples further illustrate the present invention. The examples are not intended to be limiting

55 the scope of the invention in any respect and should not be so construed.

3
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Example 1

Micronization of naproxene in the presence of D-mannitol

5 Naproxene (1 g), a slightly-soluble pharmaceutical compound, was mixed with D-mannitol (9 g, Katayama

Chemicals, Ltd.). The mixture was then ground for one hour in a sealed stainless steel vibrational ball mill

(Specks, Co., volume: 50 ml) with the aid of two stainless steel balls of 9 mm in diameter.

The size distribution of naproxene in the resultant micronized product was determined in the following man-

ner:

10 The product obtained above (sample 1), a mixture of separately ground naproxene and D-mannitol (control

1), and naproxene powder (untreated raw material) (control 2) were employed in the experiment. The meas-

urement was conducted using a centrifugal particle size analyzer ( SA-CP2, Shimazu Seisakusyo, Japan). The

50% average diameter of naproxene was determined on the basis of volume. The results are shown below:

15

Sample 50% average diameter of naproxene

Sample 1 0.32 m
Control 1 - 4 . 4 Mm

20
Control 2 19 Mm

The influence of the duration of treating time on the particle size was investigated, and it was found that

the size was reduced rapidly in the initial stage and almost reached to equilibrium within 30 minutes.

25

Example 2

Micronization of various slightly-soluble drugs in the presence of D-mannitol

30 Slightly-soluble pharmaceutical compounds (each 1 g) were subjected to the micro-grinding procedure as

described in Example 1 in the presence of D-mannitol (9 g, Katayama Chemicals, Ltd.) (60 minutes, mixing

ratio of 1:9).

The size distribution of the each compound was determined and the 50% average diameter thereof was

obtained in the same manner as above. For comparison, each pharmaceutical compound was ground alone.

35 Experimental results are shown in Table 1 below.

Table 1 Particle Sizes of Various Compounds

Micronized in the Presence of D-mannitol

50% Average Diameter (Mm)

Before Milling After Milling

compound alone mixture

indoraethacin 9 1.3 0.35

phenytoin 32 2.7 0.27

naproxene 19 4.4 0.32

bisbentiamine 12 2.6 0.42

chloramphenicol 67 22.0 0.53

griseofulvin 6 14.0 0.26

oxophosphoric acid 7 3.4 0.1

4
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Table 1 shows that the particle size of each micronized compound is less than 1 jim and that the micron-

izing process of the invention gives ultrafine particles compared with those obtained by grinding without D-

mannitol.

Example 3

Micronization of oxophosphoric acid in the presence of various sugars or sugar alcohols

Oxophosphric acid (1 g), a slightly-soluble pharmaceutical compound, was subjected to the micronizing

process as described in Example 1 in the presence of each of various sugars (each 9 g) (60 minutes, mixing

ratio of 1:9).

The size distribution of oxophosphoric acid was determined and the 50% average diameter thereof was

obtained in the same manner as above. As a control, oxophosphoric acid was ground alone. Test results are

shown in Table 2 below.

Table 2 Particle Sizes of Micronized Oxophosphoric

Acid

Sugars 50% average diameter ( vm)

None 3 .

4

glucose 0.22

lactose 0.22

sucrose 0.22

maltose 0.19

xilitol 0.21

sorbitol 0.22

D-mannitol 0.15

Table 2 shows that all of the listed sugars are effective to give a micronized oxophsphoric acid having a

particle size of less than 1 urn. It can be seen that D-mannitol is the most efficient sugar among others.

Example 4

Isolation of micronized oxophosphoric acid

To the micronized product comprising oxophosphoric acid and D-mannitol (10 g, prepared in Example 3)

was added a distilled water (100 ml), and the mixture was stirred in order to disperse the acid and also to dis-

solve mannitol. The resultant suspension was charged in Ultrafiltration System ( Model UHP-62 Toyo Paper,

Japan, equipped with a ultraf ilter UK-50, 50,000-molecular weight cutoff), and ultrafHtered under pressure to

remove dissolved D-mannitol. After the addition of distilled water (1 00 ml), the ultrafiltration was repeated under

pressure with stirring. The solid residue left on the ultraf ilter membrane was recovered and dried over phos-

phorus pentaoxide under reduced pressure for 24 hours at 50 °C to obtain oxophosphoric acid as a ultrafine

powder with high purity (purity ^ 98%). Scanning electron microscope observation revealed that it consisted

of particles in the form of fine prismatic crystals having an average diameter of from about 0.1 to 0.4 urn.

The above test shows that the micronized oxophosphoric acid can be purified by subjecting the product

to dispersing, ultrafiltering, and drying treatments.

Example 5

Micronization of phenytoin

A mixture of phenytoin (1 0 g) and D-mannitol (90 g) was ground in a ceramic ball mill (volume: 1 L; 90 cer-

amic balls of 20 mm in diameter) at 120 rpm for 48 hours. Size distribution measurement was carried out in
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the same manner as Example 1 and the 50% average diameter was determined. The 50% average diameter

of phenytoin before grinding was 3.2 jim, while it was 0.6 nm after grinding.

The influence of the duration of treating time on the particle size was investigated, and it was found that

the size was reduced rapidly in the initial stage and almost reached to equilibrium within 48 hours. Further

5 grinding up to 200 hours gave no change in the particle size.

The following formulation examples are illustrative only and are not intend to limit the scope of the inven-

tion.

Formulation 1

10

Suspension syrups

To a micronized product consisting of chloramphenicol (10 g) and sucrose (90 g) prepared according to

the procedure described in Example 4 were added methyl celulose and water, and the mixture was homogen-

15 ized in a homomixer to obtain a suspension syrup of chloramphenycol.

The average diameters of chloramphenycol particles before and after the micronization, and just after for-

mulation to the suspension syrup, were determined according to the procedure described in Example 1. Aver-

age diameter of the particles was 10 |im before micronization, and 0.6 |im after micronization. In suspension

syrup, the average diameter of the particles was 0.7 urn when measured immediately after the preparation,

20 and the size remained unchanged after keeping the syrup at room temperature. The test results show that

formulation procedure gives no adverse effect to the micronized product, and a stable suspension syrup of

chloramphenycol can be obtained while keeping the particle size constant.

Formulation 2

25

Tablets

To a micronized product consisting of griseofulvin and D-mannitol (prepared in Example 2) were added

corn starch as a disintegrator and polyvinylpyrrolidone as a binder. The mixture was subjected to a wet gran-

30 ulation. Granules so produced were mixed with magnesium stearate, and the mixture was compressed by

means of a tablet machine to yield tablets. The tablets were completely disintegrated in water within 10 minutes

when subjected to disintegration test described in the 11th revised edition of Japanese pharmacopoeia. After

the disintegration test, size distribution of griseofulvin in the solution was measured by scanning electron mi-

crograph ic method. The average diameter of griseofulbin in the solution was 0.4 jim.

35

Formulation 3

Granules

40 Micronized product consisting of oxophosphoric acid and D-mannitol (prepared in Example 2) was admixed
with hydroxypropyl cellulose as a binder. The mixture was granulated using a rotary granulator and dried to

yield granules. The granules were completely disintegrated in water within 10 minutes when subjected to dis-

integration test described in the 11th revised edition of Japanese pharmacopoeia. After the disintegration test,

size distribution of oxophosphoric acid in the solution was measured in the manner as in Example 1. The aver-

45 age diameter of oxophosphoric acid in the solution was 0.3 jim.
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Claims

1. A process for micronizing a slightly-soluble drug characterized by subjecting a mixture of said drug in a

sugar or sugar alcohol to high-speed stirring comminution or impact comminution, wherein the weight ratio

5 of said sugar or sugar alcohol is 2.5 to 50 parts by weight to one part by weight of the drug, and the mi-

cronized drug has an average diameter of less than 1 jam.

2. The process of Claim 1 , wherein the molecular weight of the sugar or sugar alcohol is less than 500.

10
3. The process of Claim 1 or 2, wherein the sugar or sugar alcohol is selected from the group consisting of

xylitol, mannitol, sorbitol, arabinose, ribose, xylose, glucose, mannose, galactose, sucrose and lactose.

4. A pharmaceutical formulation which comprises, as an active ingredient, a micronized drug produced ac-

cording to Claim 1 together with suitable excipients or diluents therefor.

15

Patentansprucho

1. Verfahren zur Mikronisierung eines schwach-loslichen Arzneimittels, dadurch gekennzeichnet, dad ein

Gemisch des genannten Arzneimittels in Zucker oder einem Zuckeralkohol einer Hochgeschwindigkeits-

zerkleinerung unter Ruhren Oder einer Schlagzerkleinerung unterworfen wird, wobei das Gewichtsver-

haltnis von dem Zucker Oder Zuckeralkohol 2,5 bis 50 Gew.-Teile zu 1 Gew.-Teil Arzneimittel betragt, und

das mikronisierte Arzneimittel einen durchschnittlichen Durchmesser von weniger als 1 ^m aufweist.

2. Verfahren nach Anspruch 1, dadurch gekennzeichnet, dad das Molekulargewicht des Zuckers oder
25

Zuckeralkohols kleiner ist als 500.

3. Verfahren nach Anspruch 1 oder 2, dadurch gekennzeichnet, dad der Zucker oder Zukkeralkohol aus-

gewahlt wird aus der Gruppe, die besteht aus Xylit, Mannit, Sorbit, Arabinose, Ribose, Xylose, Glukose,

Mannose, Galactose, Saccharose und Lactose.

4. Pharmazeutische Zubereitung, dadurch gekennzeichnet, dad sie als aktiven Bestandteil ein mikronisier-

tes Arzneimittel, hergestellt gemad Anspruch 1 , zusammen mit geeigneten Arzneimitteltragerstoffen oder

Verdunnungsmitteln dafur enthalt.

Revendications

1. Proc6d6 de micronisation d'un medicament drfficilement soluble, caract6ris£ en ce qu'on soumet un me-

lange dudit medicament dans un alcool ou un alcool de sucre d un broyage avec agitation haute vitesse

40 ou h un broyage fin k impact, le rapport pond£ral dudit sucre ou alcool de sucre etant compris entre 2,5

et 50 parties en poids par partie en poids de medicament et le medicament micronis6 ayant un diam&tre

moyen inferieur d 1 jam.

2. Proc6d6 selon la revendication 1, dans lequel le poids mol6cu!aire du sucre ou de I'alcool de sucre est

45 inf6rieur d 500.

3. Proc6d6 selon ta revendication 1 ou 2, dans lequel le sucre ou I'alcool de sucre est selectionn6 dans le

groupe constitu6 par le xylitol, le mannitol, le sorbitol, I'arabinose, le ribose, le xylose, le glucose, le man-

nose, le galactose, te saccharose et le lactose.

4. Formulation pharmaceutique comprenant comme principe actif un medicament micronis£ produit selon

la revendication 1, ainsi que des excipients ou diluants appropri£s.

55
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